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ABSTRACT1

>This paper diacusses the studies of the friction coefficient
fo~r niatural and synthetic molybdenum disulphide (IMoSr), as well as for

~ ~ll~ 4 ci empound - um twigabe dtmllwpaMpft* Fe E'is, new
lubricating compound) m4ge ugtndslhd W 2 ). Studiesj
conducted by the author did not exhibit any differences in the frictionA
coefficients of t~he above three compounds. The author concludes that
on the basis of the tests conducted that the governing factor in the
lubricating properties of solid compounds is their crystallographic
structure,; this was verified by studies of the friction coefficient f'or
molybdenum disulphide and tungsten disulphide. These tests also pfeviT,
that synthetically obtained MoSt " arnd W"compounds can be used as2 , 82
lubricating agents just as well as natural MoS2 (molybdenite). Studies
of the properties of W52 'and MoS2 also contribute to the solution of
the problem of surface suiphiding of steel.<- 7many scientific studies
dealing with the problem of sulphiding steelsit has been noted that
tools made of high-speed steels were more wear re istant when subjected
to surface sulphiding. Since high-speed steels co rtain a large percent-
age of tungsten (9% to 18%) it is very probable t t during the
suiphiding process, besides forming iron and mang ese sulphides,
tungsten disulphide is also formed and its lubrica ing properties are

PS M4 fWP4 lresponsible for decreased wear on the tools. Incr ased application ofMoS2 . be it synthetic or natural, in our industry ust be based on
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further studies which will establish its superiority
over other lubricating compounds. As concerns machine
parts or mechanisms of such type that greases or oils
cannot be used, it appears th&t the MoS 2 or WS2
lubricating compounds are the only ones which can be
used. Prior to use of synthetic WS2 in actual practice
a number of tests should still be conducted to round out
the data about its chemical properties; in particular,
the temperature at which oxidation in ,air begins should
be accurately determined. Initial studies for the
determination of the temperature at which oxioation
begins show that it falls between 400 and 450uC, and
therefore that the temperature is of the same order as
the oxidation temperature of molybdenum disulphide.
As a speci&l application of lubricating compounds of this
type we should mention all indicating instrumentation
and other devices where the quantity of heat generated
during operation is small, that is, where the task of the
lubricating oils is not to carry heat away but solely to
lubricate the parts. Tne degree of lubricating properties
of natural molybdenum disulphide cited in the literature
of western rations should be looked at critically, since in
this case industrial advertisement plays an important role.
However, in certain cases de-bribed in the introduction and
c:onclusion of this article, it appears that the MoS2 and
WoS 2 compounds could be used succesafuily in our industry.
The use of these compounds as &dditives to lubricating oils

,,iequirei further studies.
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FRICTIONAL PROPERTIES OF SYNTHETIC MoS 2 AND

A NEW LUBRICATING COMPOUND WS2
Zdztslaw Has

Metallurgy Department, Lodz Polytechnic

This paper disoussee the studies of the friction ooefficient
for natural and synthetio molybdenum disu~phide (NoSj) as weVl as
for a new lubrioating oompound and namely tungsten dioutphide
(WS0). Studies oonduoted by the author did not exhibit any dijfer-
enos in the friotion ooeffioients of the above three oompounds.

Molybdenum dioutphide was introduosd as a tubrioating agent
to Amerioan industry in 1950 by A. Sonntag [I] under the name
"Motykote."D Sinos then the use of MoSt in American industry has
been inoreasing oontinuouely. It has also aroused interest in
Europe, in partioular in England and Germany. First studies, in
Poland, on the apptioation oflmotybdenum disutphide to outting

fluids were published by 4. Latour and R. Madej [2]. Later, Nit

work* of Prof. N. SaZaunbrenndr and his ooworkers were published;
this department is engaged in the study of tubrioating properties
Of NOS, [5. 4).

LUBRICATING PROPERTIES OF NATURAL MOLYBDENUtM DISULPHIDE AND ITS
INDUSTRIAL APPLICATIONS

Since the physioochemical properties of molybdenum disul-
phide, as well as its lubricating properties, have already been
discussed in our writings [2, 3 and 4). we will clte in the remain-
der of this paper only those studies on the application of MoSs
which have not yet been published. In this category we find mainly
the studies of 0. Spengler C5) who carried out a relatively large
number of diverse studies on the applications of MoSs. Figure 1
shows a graph characterizing the coefficient of friction u as a
function of the sliding velocity under a constant pressure of
8858 kg/cm2 (which was calculated according to the Hertz equa-
tion) for the case of a molybdenum disulphide layer, a graphite
layer a clean steel surface and a surface lubricated with oleic
acid [5). Both molybdenum disulphide and graphite were applied to
the steel disk in the form of a paste consisting of an MoSs or
graphite powder dissolved in an appropriate substance which evap-
orates at higher temperatures. After application of a layer of
the paste, the disks were heated at a temperature of 3500C; then,
after the disks cooled off, the excess was scraped off, leaving
a thin MoSa or graphite layer.

-1-
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At present we are seekin4 methods of bonding the molybdenum
disulphide to steel surfaces as strongly as possible. Among other
things, tests carried out on impregnation with molybdenum disul-
phide, of surfaces previously :)hosphated N6, 7] resulted in sig-
nificant reduction of the friction sliding coefficient. For in-
stance, with pressures of 0.5 kg/cm' the friction sliding coef-
ficient was 0.10, whereas with pressures of 19 kg/cm' it was 0.04.

"".... - 6< MI. b.... "

- I-j
Cutin~g speed is rn/min fw

Fig. 1. Coefficient of friction u as function of sliding speed
under a load of 8858 kg/om* calculated with the Herts equation
(5]: a) an MoSs layer; b) a graphite layer; a) dry steel; d)
steel covered with oleio acid CHa(CHa)Y -CH:CH(CH&)i COOH.

Other noteworthy studies [8] are those conducted with various
lubricating compounds and conducted by forcing a 1.001" diametet,
steel pin (hardened, polished and honed) into a sleeve of 1.000"
diameter. The results of these studies are tabulated in Fig. 2.
These studies enabled us to determine the coefficients of fric-
tion as a function of lubricant used, of the force required to
insert the pin, as well as of lubricant behavior.

The shaded areas in the graph indicate that the contact sur-
faces were scratched or marred. Press fitting was done on a hy-
draulic test ritand. The insertion speed was 1.5 em/min and in all
cases it was a fixed quantity. As can be seen from the figure,
molybdenum disulphide is definitely the best of the lubricating
compounds used in these tests. Mixing MoSs with heavy oils or
greases is not advantageous since it interferes in the bonding of
molybdenum disulphide crystals with the friction surfaces.

Studies on sintering with MoSa additives also yielded inter-
esting results [8]. Powdered MoSs was mixed in various ratios
with silver and copper powders (Cu, 5%; MoSs, from 0 to 35%; and
Ag, from 60 to 95%); then it was sintered at a temperature of
760eC and at a pressure of 470 kg/am'. Studies of the friction
coefficients of these sintered materials, conducted under various
sliding speeds and loadings, show that the friction coefficient
decreases as the MoSs content increases. For instance, the fric-
tion coefficient of a sintering which contained no MoSs was u -
a 0.30; with an MoSs content of 3%, u - 0.22, and with an NeSa
content in the sintering of 35%, u a 0.16. It should be mentioned
that starting with an MoSs content of 5% the friction coefficient
was already essentially independent of sliding speed and loading

-2-
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pressure,

Incorporation of molybdenum disulphide into synthetic mater-
ials allowr us to lower n,-.t&,itially their coefficients of fric-
tion [9]. For instance, iddition of small quantities of MoSs to
methyl polymetacrylate reLces its friction coefficient from 0.45
to 0.1-0.15; furthermore, with slidino of the pure substanco, the
surface is damaged in a very short t' i'e and remains marred. On
the other hand, the presence of MoSt causes a thin film to be
formed on the surface of the subotance, so that even aftor . long
period if time the friction coefficient does not exceed 0.11.
Similarly, small MoSt additions to ebonites (in such quwitites
as not to reduce their nechanical properties) improve their ric-
tion coefficient from 0.40 to 0.25.

Molybdenum disulphide has ben tested industrially as N lu-
bricating agent, Threaded connections operating at higher temper-
atures and lubricated with molybdenum disulphide require lower
forces for tightening, and furthermore the threads remain clean
and unmarred. According to a number of publications, MoS2 D' .verts
sezling of threaded connections operating even at 600 0 C [8).

Molybdenum disulphide was also used successfully in cold
drawing of materials and in difficult pull broaching to lubricate
threads carrying high loads, threaded connections, cones ano
wedges, center holes and connecting elements in fitted and moving N
machine parts, as well as for sliding parts in precision maohin-
ing. .

Commercially, molybdenum disulphide is obtained in the form
of a mixture containing 70% finely powdered MoSt and 25% light
mineral oil with a stabilizer additive. The base material can
also consist of ethylene glycol, which easily evaporates uponr
heatingi and which burns out without any residues at higher tom-
peratures. This mixture finds application for practically all
metals and synthetics except natural and synthetic rubber, lea-
ther and lacquer. It is characterized by very good lubricating
properties at low and medium temperatures, under air flow condi- 4
tions, under rubber seals on shafts, etc. This paste also has
anticorrosive properties [8).

In liquid suspension, molybdenum disulphide can be used in
an oil can to grease moving oven parts.

Molybdenum disulphide, having a large dispersion (grain size
from 1 to 3 v), was used successfully as an additive for combus-
tion engine fuels.

The addition of two per cent MoSs to greases used for heavy
geared transmission results in very good performance [8]. For in-
stance, heavy engaging gears lubricated with a grease without the
MoS, additive heated up so much after three hours of operation
that the meshing characteristics were altered to such an extent
that gear shavings were produced or interference was present. On
the other hand, use of a 25 MoS, additive permitted continuous
operation of the transmission for 9 hours without overheating.

-3-
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Fig. 2. Friction coefficient as a function of force magnitude re-
quired to press a pin into a sleeve when using various lubricating
agents. The shaded portions on the graph indicate the occurrence

A, of scratching on the contact surfaces L8J.

The following possibilities for further application of NoS2

should be cited:

- connection of parts with narrow tolerance limits;

-- lubrication of matrices for synthetic resins, lubrication
when the lubricant should be electrically nonconducting;

- lubrication of moving parts in vacuum where liquid or
graphite lubricants are inapplicable.

ASSUMPTIONS IN PROPFRTY STUDIES

Extensive studies on the lubricating properties of natural
molybdenum disulphide (a purified ore product) already conducted,
and its increasing application In the ind,,stry of tectiologically
advanced countries such as the United States, England and Germany,
induce one to devote more attention to this problem.

One reason for undertaking this work involved the proposals
voted on at a science and technology conference on the subject of
"cutting fluids and cooling methods in machine cutting" which In
the realm of research work suggests the necessity of Investigat-
ing the use of molybdenum disulphide in lubricating liquids 103k
Direct results of this work were theoretical predictions showing
that other chemical compounds could exhibit lubricating charac-
teristics similar to those of MoSt if only they had a crystalline
structure similar to that of MoSt.

The conclusions of some investigators that synthetic molyb-



denum disulphide does not possess any lubricating properties be-
cause of its abnormal crystalline structure [8] also acted as an
inducement tn resolve this problem. In this case it was necessary
only to produce synthetic molybdenum disulphide having the normal
crystalline structure, since then its lubricating properties
should be the same as those of natural molybdenum disulphide.

- nAmong all existing compounds whose crys-
tallographic structures are known, there are
only four which have a structure identical to
that of molybdenum disulphide, i.e., they

.. f~ :crystallize in a hexagonal pattern with a C71.net type and D4h symmetry that is C6/mmc (Fig.

3). These compounds are: MoSt, WSt, MoSes and
WSea [11, 12J.

"1.: Of all these compounds, the one most wide-

I ly studied, for obvious reasons, is molybdenum
disulphide (MoSt), known as molybdenite (MoSa).

MoSt hardness is 1 to 1.5 on the Moss
scale, its specific weight is 4.7 to 4.8 g/
/am$ and it cleaves easily. It Is insoluble in

Fig. 3. Crys- both cold and hot water as well as in mineral
tallographic oils and synthetic lubricating agents. It Is
ptructures of difficul to dissolve in acids, and Is soluble

IS I.only In aqua regia, hydrochloric acid, chlorine

MoSe and Us and fluorin* e. In pure oxygen It oxidizes easily

[11, 12, 153.a at room temperature; however, In air It oxi-
dizes only at temperatures from 4000C up. Thd
melting point of molybdenum disulphide is
11850C. In vacuum at a temperature of 11000C
it disintegrates into metallic molybdenum and

free sulphur. In a rare gas atmosphere (e.g., argon) the melting
point of MoSt is 14270C. Molybdenite is electrically nonconduc-
tive and nonmagnetic [5].

Tungsten disulphide Is a grayish-black powder which when
crushed forms a steel gray film with metallic luster. WS, crys-
tals are easily spread and stick easily together, they are soft
and leave a dirty streak. This compound forms a strongly bonded
layer on glass. When heated in the presence of air, VSa changes
very slightly. When heated to very high temperatures in an elec-
tric oven It slowly loses its sulphur. In vacuum at a tempera-
ture of 11000 C it still does not decompose, but at a temperature
of 12000C it loses 60% sulphur in a matter of 2 hours, and at a
temperature of 20000C it sheds its sulphur very fast. When heated
in air, at first It becomes gray, and then under intense heating,
it forms green WOa. In a hydrogen atmosphere, reduction starts
only at a temperature of 8000C and HaS is formed in the process.
Tungsten disulphide is resistant to the action of gaseous HCI,
of hydrochloric acid, of hydrogen fluoride and nitric old; it Is
insoluble in water [13).

Molybdenum diselenide (MoSes) does not dissolve In hot hy-
drochloric acid. In hot concentrated sulphuric acid it disinte-
grates causing evolution of SO&. It is insoluble in ammonia, al-
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kali and sulphides. It dissolves slightly when boiled in oonoen-

trated alkali. Oxidizing agents attack MoSes much less than NoSeg.

Molybdenum dioxide does not exhibit any superconductivity to a
temperature of 780K [13].

GRAP'I1C NOT
REPiODUCIBLE

Fig. 4.. X-ray photographs of compounds discussed in the article
"Mikrometa," Cu Ka; 40 kv; 14 ma; 40 min: a) synthetic No0s ob-
tained according to literature procedures; b) natural MoSt ftom
the paste "Molykote Paste 0"; c) synthetic Mo~s obtained accord-
ing to the technological procedure developed by the author; 4)
synthetic WS2 obtained according to the technological procedure
developed by the author.

CRAPii tI NOT
PEPRODUCIBLE

Fig. 5. View of instrumentation
used to study the sliding cooef-
ficient of friction, together
with suspended frame.

Tuuigaten dioxide (WSeS) 4as not been studied masch and the
only information pertaining to Its chemical properties that can
be found in open literature in that its crystall lattice is
of the same type as that of MoSs. The source literature (Lieb.
Ann. 116 [1860] 122) could not be found In our libraries (13].

From among the above cited compounds It has boon decided to
investigate primarily the lubricating properties ot tungsten di-
sulphide, since at present Its physicochemical properties axe bet-
ter known than those of NoSeo and WSej. Purthermore, the manufac-
ture of seleniumwcompounds is more costly than the manufacture of

-6-



sulphur compounds, if only because of the higher cost of selenium.
For this reason also, their eventual application in practice seems
Improbable.

It appears that the study of the lubricat'l.ng properties of
MoSs# and WSea will be only of purely academic interest beocause,
on the bsis of theoretical considerations, It does not appear
as It these compounds could ha.ve better lubricating properties
than sulphur compounds.

STUDIES OF PROPERTIES

1. Obtaining Molybdenum Disulphide MoS 2 and Tungsten Disulphid4
w52

In the production of synthetic compounds N0o8 and W88 we
used chemically pure raw materials. In making molybdenum disul-
hide we used ammonium molybdate (NH%)sNojO4*6H80 whereas for
Stwe used ammonium tungstate.

Fig. C. Schematic diagram of
the instrumentation used to
study the coefficient of
0'riotion.

S"-- " -

4W peum -gun

Fig. 7. Dependenoe of the coefficient of friction M of natural
molybdenum disulphide on contact pressure for a constant sliding
speed v a 482.6 m/min.

In both oases, to obtain NoaS and V~a we oou2A use the metal
oxides MoOs and WOa; however, since they are dIfeut to obtain,
we used ammonium compounds. The methods cited In the literatumr
[13, 143 for obtaining molybdenum disulphide coincide. Nova~.'
the eoSt obtained in this way has an irregular owsetallrqei••e
struoture (Fig. 4o) which differs latl from the *ayatalOs-
graphic structure of natural oS0 (Fig . slb). This fact olarifies

-7.



Unit I.sswl La kj/mu2  -e-

Fig. 8. Dependence of the coefficient at friction ii of synthetic
molybdenum disuiphide on contact pressure for a constant sliding
speed v - 4I82.6 rn/mmn.

the findings of some investigators [8] that synthetic molybdenum
disulphide has no lubricating properties. In reality, this corn-
pound (Fig. 11a) does possess lubricating properties but these are
very interior to those of molybdenite (natural NoSa) which Can be
easily erifiled by rubbing it between the fingers.

It was necessary therefore to develop a teohnolo• for ob-
tainiig MoSs such that its crystallographic structure be regular,
i.e., it should not differ from the crystallographic structure of
mineral molybdenite.

•'igur Aic shows an x-ray photograph of molybdenum disulphide
obtained by the techniques developed by the author. As oana be
seen by comparison of Figs. 11b and llo the crystallographic struc-
tures of? both compounds are identical.

Fig•ure Aid shows the x-ray photograph of tungsten disulphide
obtained synthetical•j by the author. From a comparison of the
x-ray pho~tograph o' digs. Jib, Aic and Aid it can be assumed that
the lubricating properties of these compounds are very close. The
x-ray photographs were taken with an x-ray machine of the Nikro-
met type, by the Debye-Soelwzez method, using a tube with a copper
anticathode. The exposure conditions were as follows: 110 kv, 14mra, 10 mmn.

A powder of natural molybdenum disulphide was obtained by
extraction from the base substance of the Molykote Paste, 0-
•Nolykote Produktions GmbH Ml~nehen.

2. Mqeasurement of the Friction Coefficient

The measurement of the sliding friction coefficient was per-
formed on the device shown in Fig. 5; its schematic diagra is
shown In Fig. 6. The measurement method is based on the harmonic
vibration of a slat on top of two wheels of identical diameter
a•d separated by a distance of 2?. The wheels are set into motion
at the ssne angular speed but in apposite direction; as a result
of this, a sliding frictional force arises between the rotating
wheel~s and the slat. In the case of unsymmetrical slat position
(that is,' if the center of gravity of the slat is displaced by a

-- 8-



distance x from the central position) the force PA < r. and. this
given rise to slat motion.

Since the slat has some inertia it will move further away
than dictated by the distribution of forces Fand ?0" Thls argiv

rtme to return motion of the slat, and therefore to generation of
vibratlons. Considering the position of the slat as shown In Pig.
6 and assuming that its weight in G kgo we can write:

21

where p is the friction coefficient being sought.

From Newton's second law we get that ?A + *', we where x

Is bhe mass of the slat and a is the acceleration of its center
ot gravity.

wSuning the components along the horisontal axis we get:

Substituting the values of P A and ,,, we get:

1-u + 0D

from which:

7o' Ir

%L

tMrIgIte.Ae6e..en0eMIA:zI I

Fig. 9. Dependence of the coef1•Icient of friction 4 of synthMtic

tungsten disulphide on contact pressure ftor a constant a1ldftg
speed v 482.6 Wai-n.



Setting )g/l = ks, we get:

The general solution of this equation is as follows:

Constants A and B can be determined from the initial conditions;

hm -U is the periodic frequency of the vibrations by means of

which we can express the period of the oscillations as 2 a 2w/k.

Hence T-0.. fap!-- -.a 1

The diameters of the wheels used in the device are identical
and equal to 98 mm. The separation of the axes of the two wheels
is 125 mm. The rotational speeds of the two wheels were also the
smen and equal to 1555 rpm. Therefore, the relative sliding veloc-
ities were 482.6 m/mam.

Zn the studies of the friction coefficient we used a steel
rod 4 mm In diameter, mounted in a frame, as shown in Fig. 5,
instead of the slat. Then the unit contact force was computed
with the Herts equation:

and with a frame load of from,1320 g to 6680 g, the contact force
varied between the limits oa 4120 kg/cm2 and 7100 kg/cmt.

Suspensions of natural or synthetic powders of NeSt or syn*
thetic WSt in toluene were applied with a brush to the well pol-
ished ad degreased surfaces of the wheels. After evaporation of
the toluene the remaining powder on the wheels was rubbed in with
a gli j rod. After such a treatment, the wheel surfaces had a
meta&- gray luster.

Ise frame period of oscillation was measured with a stop-
watch accurate to 0.1 sec. Three measurements were taken for each
loading, and the average value was used in the computation of the
friction coefficient shown on the graphs, and in each case the os-
cillati period was computed from the time for ten cycles. Dif-
ferences in time for the expe rments conducted in this way varied
between the limits of 0.1 andS0.3 sec for the ten cycles.

The graphs (in Figs. 7, 8 and 9) show the coefficients of
friction for the three lubricating agents mentioned an a plot of
friction coefficient versus unit load for a constant sliding
speed v a 482.6 /main.

As can be seen from these drawings all three curves have
identical shape and do not differ from each other significantly

-10-



which proves that the lubricating properties or a compound are
Influenced mainly by Its crystallographic structure. The frittion
coefficient In the case of steel wheels and a steel rod, untreated
with any lubricating agent, is 0.54.

Figure 10 shows the surface of the wheel where the layer ofsynthetic molybdenum disulphide is destroyed. This destruction
occurred after 20 mmn operation of the device to measure the co-
efficient of friction, and it manifested itself by a proaounced
change in the period of frame oscillation. Figure 11 shows, sim-
ilarly to Fig. 10, a destroyed layer of tungsten disulphide after25 min of oscillation. Therefore it can be concluded on the basis
of the cited photographs (Figs. 10 and 11) and from the time to
failure of the lubricating layer, be it molybdenum disulphide or
tungsten disulphide, that even with such a primitive method of
impregnation of steel surfaces very good results are obtained.

GAPHIW NOT

Fig. 10. View of destroyed lubricating layer of synthetic molyb-
denum disulphide after 20 min of sliding under a loading of T100
kg/ma ; magnification 60x.

GRA4iI NOT

Fig. 11. View of destroyed lubricating layer of synthe•tl tum t in
disulphide after 25 min of sliding under a loading of 7100 kW/cmn;
magnification 60x.

- 11 -
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A practical method of testing the lubricating properties -,f
molybdenum disulphide and tungsten di.sulphide obtained by the
author was to use these compounds to grease the metal-rubber bush-
ings in the spring suspension of both front and rear wheels of a
Skoda-ll02 automobile. Since the metal-rubber bushings cannot be
lubricated with any greasy lubricants, the unlubrleated parts
have damaged both the metal and rubber bushings after onlY 3000
km of driving. After application of either the molybdenum disul-
phide or tungsten disulphide as lubricating agent, neither the
metal nor rubber bushings showed any traces of wear after 6000 km.

CONCLUSIONS

It may be concluded on the basis of the tests conducted that
the governing factor in the lubricating iiropertles of solid com-
pounds Is their crystallographic stzactuee; this was verified bt
studies of the friction coefficient for mol)bdenum disulphide and
tungsten disulphide.

These tests also prove that synthetically obtained Mo~a and
WS, compounds can be used as lubricating agents just as well as
natural MoSt (molybdenite).

Studies of the properties of WSt and MoSt also contribute to
the solution of the proboem of surface sulphiding of steel. In
many scientific studies dealing with the problem of sulphlding
steels it has been noted that tools made of high-speed steels
were more wear resistant when subjected to surface sulphiding.
Since high-speed steels conqsan a large percentage of tungsten
(9% to 18%) it is very probable that during the sulphiding proc-
ess, besides forming iron and manganese sulphides, tungsten di-
sulphide is also formed and Its lubricating properties are respon-
sible for decreased wear on the tools.

Increased application of MoSt, be it synthetic or natural,
in our industry must be based on further studies which will es-
tablish its superiority over other lubricating compounds. As con-
cerns machine parts or mechanisms of such type that greases or
oils cannot be used, it appears that the MoSs or WVS lubricating
compounds are the only ones which can be used.

Prior to use of synthetic WSa In actual practice a number of
tests should still be conducted to round out the data about its
chemical properties; in particular, the temperature at which oxi-
dation in air begins should be accurately determlned. Initial
studies for the determination of the temperature at which oxida-
tion begins show that it falls between 400 and o500 C, and there-'
fore that the temperature is of the same order as the oxidation
temperature of molybdenum disulphide.

As a special application of lubricating compounds of this
type we should mention all indicating instrumentation and other
devices where the quantity of heat generated during operatton Is
small, that is, where the task of the lubricating oils is iot
to carry heat away but solely to lubricate the parts.

The degree of lubricating properties of natural molybdenum
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disulphide cited in the literature of weistlrn nat-i~k should.4F
looked at critically, since in this case"Industriil' advb-tisemert
plays an important role. Ho',ever, in certain '.ases described in
the introduction and conclusibh of this article, it appears that
the MoS 2 and WoS compounds could be used successfully in our.ii-
dustry. The vue %f these compounds as additives to lubricating
oils requires further studies.

This work was performed at the Metallurgy Department :f the
Polytechnic of Lodz. The author wishes to thank the head oi the
department, Prof. Z. Wendorffow, for a number of valuable eugges-
tions and advice during this work,
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